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H napaAaBr Twv popiooavidwv €yivav and To £pyocTacio
ano Tov uneuBuvo TN OOKIMAG Kal apopouaav duo (pUAAa
poplooavidag enevOedUPEVEG ME (IAM PeAapivng and Tnv
napaywyn He OIAPOPETIKO XpwHa (AeUkO kai anopipnon

EUAou).
Huepopnvia SoKIpnG: 19/10/2016
>Kkonog OOKIUNG: MpoadiopIoPoc TNG avToxng os aTuo vepoU (Resistance to

colour change in xenon arc light) Tnc popiooavidag
oUpewva pe Tnv EN 14323 Wood-based panels. Melamine
faced boards for interior uses. Test methods. Mapdaypapog
5.12 Resistance to colour change in xenon arc light

HE OKOMO TOV NPOCdIOPITHO :

- Enipavelakng avToxnc atnv nAiakr akTivoBoAia
Meplexopeva avapopac doKIUNG: 1. YAKO dokIunG (Zeh. 2)
2. MebBodoAoyia SoKIUNnG (ZeA. 2)
3. AnoteAéopata kal oXoAlaopog (ZeA. 3)

Anyogicuon PEPOUC I} TOU CUVOAOU TNG napoloag avapopdac doKIKNG Oev eNITpENETal Napd POVO KETA and
ouvewonaon pe To EpyaoTtrpio MoloTikoU EAéyxou Tou Tunuartog Zxediacpou kai Texvohoyiag ZUAou Kal
EninAou.

Ta anoTteAéopata TG dOKIUNAG apopoUV anoKAEIOTIKA Kal JOVO TO JOKIHAoBév UAIKO.

H napouoa €kBeon €xel 10XU dIApKeIag 12 pnvwv and Tnv nUepopnvia €kdoong TnG.
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"Epyo — YAIKO SOKIHNG

Eidog npoiovTog :  Mopiooavideg Alfa wood enevdedupEveG PE QIAY peAapivNG o€
aonpo Xpwua kai anopipnon EuAou

Ta nayxn Twv poploocavidwv ATav ovopaoTika 16 kai 18 mm
Aeukn kal anopiynon E0Aou avTioTolxa

Alaotdosic— noodtnTa : 1 popiooavida and kabe deiypa ovouacoTiKAc didoTaong 3660 X
1830
AsiyyaToAnyia :  H daiypatoAnwia npaypaTonoinenke ano Tov eVToAéd

2. Me6odoAoyia SOKIHNG

Mia poplooavida and kdaBe deiyda WeTpriOnke oUPQwva pe Tnv npodiaypagpr EN 14323
napdypagog 5.12, Tnv EN ISO 4892-2 kai Tnv npodiaypa®n EN 438-2. H 0An diadikacia &yive Je
Tnv ouokeun] ATLAS XENON TEST oTa 340 nm, BST 65°C kai RH 52%

MEPICOOTEPEG TEXVIKEG AEMTOMEPEIEC OXETIKA We Tn dladikacia Tng OokIUng eivar duvatd va
00600V PeTa and OXETIKO aiTnua.
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4. AnoTeAéoparTa kal OXOAIAOHOG

Ta anoteAéopata TnG SoKIUNG napouaialovral oTov napakatw Mivaka:

Resistance to colour change Blue wool standard no

.6
\ . >
AEUKN Hopiooavida =6

Resistance to colour change Blue wool standard no

.6
=6
Anopiunon EUAou poplooavida
*: JUppwva Pe Ta npotuna EN 14323, I1SO 4892-2, EN 438-2: 2016
O YnelBuvog Tou EpyaoTnpiou
MoioTikoU EAéyyou O YnetBuvog TNG dOKIUNG
Ap. NTaAOG M'ewpylog Ap. Fewpylog NTaAog
KaBnyng KaBnyntg
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